Matls. .M. 204

Appendix W (Metric) Units

WATER POLLUTION CONTROL
EROSION CONTROL (New)

Section 2525, 2601

Sampling and Testing Guide-Minimum Frequency

April 25, 2001
Supersedes October 3, 2000

MATERIAL OR METHOD OF QC/ACCEPTANCE S&T ASSURANCE, CORRELATION) REMARKS
CONSTRUCTION TESTS ACCEPTANCE AND VERIFICATION S&T
ITEM AND
RELATED IMS SAMPLE | FREQ. SAMPLE TEST REPORT S&T SAMPLE | FREQ. | SAMPLE TEST REPORT
BY SIZE BY TYPE BY SIZE BY
GRADE INSPECTION
Seeds 4169.02 CertA
Fertilizer 4169.03 AS 469.03

Inoculant 4169.04 Seed Manufacturer
Recommendation
Sticking Agent Manufacturer
Recommendation
Sod 4169.07 Visual RCE Field Book
Mulch 4169.07 Visual RCE Field Book
Stakes for Sod Visual RCE Field Book
Jute mesh Visual RCE Field Book
4169.10a
Wire Staples Visual RCE Field Book
4169.10b
Wood Excelsior Mat Visual RCE Field Book
4169.10c
Engineering Fabrics CertD  1.M. 496.01 Field Book
Silt Fence Wire and Visual RCE Field Book
Posts (Std. Rd. Plan
RC-16)
AS-Approved Source Cert A-Type A Certification RCE-Resident Construction Engineer/Project Engineer ASSUR-Independent Assurance
AB-Approved Brand Cert B-Type B Certification DME-District Materials Engineer VERIF-Verification
ASD-Approved Shop Drawing Cert C-Type C Certification CTRL-Central Materials Office CORR-Correlation
S&T-Sampling & Testing Cert D-Type D Certification CONTR-Contractor MON-Monitor
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